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EXECUTIVE SUMMARY

The asbestos survey conducted on February 15, 2008 and updated on February 9, 2012 of
Colleton County Detention Center located at 22 Klein Street in Walterboro, South Carolina
revealed the presence of asbestos containing building materials.
exhibits the asbestos containing building materials (ACBM) that were identified in the

inspection.

Asbestos

Description

Type

Vinyl Sheet Flooring (tan)

RACM - Friable

12” Vinyl Floor Tile (brown)

Category I — Non-Friable

Stair Tread (brown)/Adhesive

Category I — Non-Friable

TSI/Pipe Cloth — Hot Water Tank

RACM - Friable

TSI Pipe Insulation/Pipe Elbow

RACM - Friable

Vinyl Sheet Flooring (tan)/Adhesive (brown)

RACM - Friable

Built Up Roofing Category I — Non-Friable

HVAC Duct Tape (silver)/Mastic Category I — Non-Friable
Roof Cement Category I — Non-Friable

HVAC Duct Mastic (black) Category I — Non-Friable
Roof Felt Paper Category I — Non-Friable

HVAC Duct Adhesive (yellow)

Category I — Non-Friable

RACM - Regulated Asbestos Containing Material

The identified asbestos containing building materials (ACBM’s) to include the item(s) listed
above. All removal work of this material should be performed by a properly trained and
licensed abatement contractor prior to the planned renovation work to avoid potential

exposure and/or contamination.

The following summary
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BACKGROUND

Trident Environmental Services, Inc. was contracted by Colleton County Government to
perform an asbestos survey of the Colleton County Detention Center located at 22 Klein
Street in Walterboro, South Carolina. The survey was performed in order to satisfy the
NESHAP requirements for renovation and/or demolition. The vacant building is a two-story
fortified concrete structure built on foundation and consisting of approximately 9,000 square
feet. Interior walls are concrete block, and plaster. Ceilings are a suspended grid system
with various sizes of lay-in ceiling tiles, plaster, and concrete. Floor finishes are 12" vinyl
floor tiles, vinyl sheet flooring, carpet, and concrete. Roofing materials include built up
roofing with layers of tar/gravel, asphalt shingles, roofing felt paper, and roof cement.

Asbestos

The inspection was conducted to identify asbestos-containing building materials (ACBM)
which may be disturbed during the renovation/demolition activities. The identification of
ACBM’s will aid in the prevention of occupational exposures and/or environmental releases
of airborne asbestos fibers. Identification of ACBM also complies with Title 40 Code of the
Federal Regulations, Part 61, and South Carolina Department of Health and Environmental
Control (SCDHEC) Regulation 61-86.1, along with Title 29 Code of Federal Regulations,
Part 1926 enforced by the Occupational Safety and Hazard Administration (OSHA). The
Asbestos Survey describes the investigative procedures utilized, results of the suspect ACBM
sampled/analyzed, and recommendations regarding the structures as related to asbestos.
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ASBESTOS SURVEY

Asbestos Investigative Procedures

Trident Environmental Services, Inc. conducted an inspection for suspect ACBM’s on
February 15, 2008 and updated on February 9, 2012 of the Colleton County Detention Center
located at 22 Klein Street in Walterboro, South Carolina. It is our understanding that the
subject structure will undergo renovation/demolition activities in the near future. The
asbestos survey was performed by observing and sampling suspect building materials.
Significant destructive testing was not utilized during the inspection, therefore, the possibility
exists that suspect materials exist in inaccessible areas such as wall cavities and pipe chases.
If any additional suspect ACBM’s are discovered during the course of demolition/renovation
activities, bulk samples should be extracted to identify the presence, or absence, of asbestos
prior to continuation of work activities.

A sampling strategy was developed to provide representative samples for analysis. Samples
were then extracted from a variety of suspect ACBM’s. Bulk samples collected were
recorded on a Chain-of-Custody record and submitted to International Asbestos Testing
Laboratories (IATL), a Polarized Light Microscopy (PLM) laboratory. The laboratory is
accredited by the National Voluntary Laboratory Accreditation Program (NVLAP), which is
administered by the National Institute of Standards and Technology (NIST). IATL is
accredited by NVLAP for the analysis of bulk asbestos by PLM (NVLAP Lab Code: 200794-
0). NOB samples were submitted to IATL for analyses by Transmission Electron
Microscopy (TEM) as required by SCDHEC.

The suspect materials were analyzed by trained microscopists utilizing PLM techniques
coupled with dispersion staining in accordance with EPA Test Method Title 40 Code of
Federal Regulations, Chapter 1 (1-1-87 edition), Part 763, Subpart F- Appendix A. This
method identifies asbestos mineral fibers based on six optical characteristics: morphology,
birefringence, refractive index, extinction angle, sign of elongation and dispersion staining
colors. The laboratory analysis reports the specific type of asbestos identified (there are six
asbestos minerals) and the percentage of asbestos present. The EPA and OSHA defines
materials as asbestos containing if an asbestos content of greater than one percent (>1%) is
detected in a representative sample.

The SCDHEC require Non-Friable Organically Bound (NOB) materials with negative or
trace results by PLM to be analyzed by at least one TEM. SCDHEC in accordance with
ASTM E 2356-04 defines NOB materials as “materials that are not friable and that consist of
fibers and other particulate matter embedded in a solid matrix of asphalt, vinyl or other organic
substances.” Examples of NOB materials include but are not limited to flooring materials, vinyl
floor tiles, vinyl sheet flooring, adhesives, mastics, asphalt shingles, roofing materials, glazing,
caulks, and cove base.
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The EPA classifies ACBM into two categories, friable and non-friable. A friable material
creates a greater health hazard due to the fact that it may be “crumbled, pulverized or reduced
to powder by the forces expected to act upon it in the course of demolition or renovation
operations.”

Friable Asbestos material means any material containing more than one percent asbestos as
determined using the method specified in appendix A, subpart F, 40 CFR part 763 section 1,
Polarized Light Microscopy, that, when dry, can be crumbled, pulverized, or reduced to
powder by hand pressure. If the asbestos content is less than 10 percent as determined by a
method other than point counting by polarized light microscopy (PLM), verify the asbestos
content by point counting using PLM.

Category I Non Friable Asbestos-Containing Material (ACM) means asbestos-containing
packings, gaskets, resilient floor coverings, and asphalt roofing products containing more
than one percent asbestos as determined using the method specified in appendix A, subpart F,
40 CFR part 763, section 1, Polarized Light Microscopy.

Category Il Non Friable ACM means any material, excluding Category I non friable ACM,
containing more than one percent asbestos as determined using the methods specified in
appendix A, subpart F, 40 CFR part 763, section 1, Polarized Light Microscopy that, when
dry, cannot be crumbled, pulverized, or reduced to powder by hand pressure. (cement siding,
transite board shingles, etc.)

Regulated Asbestos-Containing Material (RACM) means (a) Friable asbestos material, (b)
Category I non friable ACM that has become friable, (c) Category I non friable ACM that
will be or has been subjected to sanding, grinding, cutting, or abrading, or (d) Category II
non friable ACM that has a high probability of becoming or has become crumbled,
pulverized, or reduced to powder by the forces expected to act on the material in the course
of demolition or renovation operations.

The following section summarizes the sample numbers, locations, type material, asbestos
type, percent of asbestos detected, present condition of the asbestos containing material,
potential for disturbance, and hazard assessment ratings. The asbestos sample laboratory
analyses and chain of custody records are included at the end of this report.
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Asbestos Abbreviations and Hazard Assessment Key

The EPA and SCDHEC require that confirmed ACBM is given a hazard assessment based on
its present condition and potential for future disturbance. This hazard assessment is used as a
tool for prioritization in future remedial actions regarding the ACBM. The following key
demonstrates the criteria that make up the hazard assessment.

Present Condition
F = Friable G = Good (very localized limited damage)
NF = Non-friable D = Damaged (<10% distributed and/or <25% localized)

S = Significantly Damaged (>10% distributed and/or 25% localized)
Potential for Future Disturbance
LPD = Low Potential for Disturbance (Contact, Vibration, and/or Air Erosion — low concern)
PD = Potential for Damage (Contact, Vibration, and/or Air Erosion — moderate concern)

PSD = Potential for Significant Damage (Contact, Vibration and/or Air Erosion — high concern)

Hazard Assessment

Significantly Damaged Damaged Good
(SD) D) (€)
PSD PD LPD PSD PD LPD
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HOMOGENOUS AREA ESTIMATED FOOTAGE TABLE

Colleton County Detention Center — 22 Klein Street — Walterboro, SC

HOMOGENOUS ESTIMATED
AREA ID # DESCRIPTION AMOUNT

01 12” Vinyl Floor Tile (gray) Top Layer 100 square feet
02 Floor Tile Adhesive (brown) 100 square feet
03 Vinyl Sheet Flooring (tan) Bottom Layer 1500 square feet
04 Vinyl Adhesive (brown) 1500 square feet
05 12” Vinyl Floor Tile (blue) 200 square feet
06 Floor Tile Adhesive (brown) 200 square feet
07 Vinyl Baseboard (brown) 900 square feet
08 Baseboard Adhesive (brown) 900 square feet
09 Plaster 32000 square feet
10 Vinyl Sheet Flooring (wood-like) 150 square feet
11 Vinyl Adhesive (brown) 150 square feet
12 Leveling Compound 500 square feet
13 1’ x I’ Ceiling Tile 1200 square feet
14 Ceiling Tile Adhesive (brown) 1200 square feet
15 2’ x 3’ Ceiling Tile 500 square feet
16 Vinyl Baseboard (black) 700 square feet
17 Baseboard Adhesive (brown) 700 square feet
18 12’ Vinyl Floor Tile (brown) 350 square feet
19 Floor Tile Adhesive (yellow) 350 square feet
20 Stair Tread (brown) 60 square feet
21 Stair Tread Adhesive (yellow) 60 square feet
22 Carpet Adhesive (yellow) 1200 square feet
23 Wall Paper 800 square feet
24 Wall Paper Adhesive (yellow) 800 square feet
25 TSI — Hot Water Tank 300 square feet
26 TSI Cloth — Hot Water Tank 300 square feet
27 TSI - Pipe Cloth 4000 square feet
28 TSI Pipe Insulation .
29 TSI Pipe Elbow 4000 linear feet
30 Vinyl Sheet Flooring (brown) 800 square feet




Comprehensive Asbestos Survey
IN9304 — CCDC 22 Klein Street

Walterboro, SC

Survey Date: 02/15/2008 Updated 02/09/2012

TEs

Trident Environmental Services, Inc.
Consultants in Industrial Hygiene and Safety
E

500 Oakbrook Lane, Suite
Summenille, SC 29485
(843) 873-3648

Page 7 of 85

HOMOGENOUS AREA ESTIMATED FOOTAGE TABLE

Colleton County Detention Center — 22 Klein Street — Walterboro, SC

HOMOGENOUS ESTIMATED
AREA ID # DESCRIPTION AMOUNT

31 Vinyl Sheet Flooring (tan) 500 square feet
32 Vinyl Adhesive (brown) 500 square feet
33 Built Up Roofing 8900 square feet
34 HVAC Duct Tape (silver) 300 square feet
35 HVAC Duct Tape Adhesive (silver) 300 square feet
36 Roof Cement (black) 800 square feet
37 HVAC Duct Mastic (black) 1100 square feet
38 Window Caulk 600 square feet
39 Roof Shingle 400 square feet
40 Roof Felt Paper 400 square feet
41 HVAC Duct Mastic (yellow) 100 square feet
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ASBESTOS SUMMARY
Colleton County Detention Center — 22 Klein Street — Walterboro, SC
ESTIMATED
DESCRIPTION TYPE AMOUNT

Vinyl Sheet Flooring (tan) RACM - Friable 1,500 square feet
12” Vinyl Floor Tile (brown) Category I — Non-Friable 350 square feet
Stair Tread (brown) Category I — Non-Friable 220 square feet
Stair Tread Adhesive (brown) Category I — Non-Friable 220 square feet
TSI — Hot Water Tank RACM - Friable 300 square feet
TSI - Pipe Cloth RACM - Friable 300 square feet

TSI Pipe Insulation/Pipe Elbow RACM - Friable 4.000 linear feet
Vinyl Sheet Flooring (tan) RACM - Friable 500 square feet
Vinyl Sheet Flooring Adhesive (brown) RACM - Friable 500 square feet

Built Up Roofing Category I — Non-Friable 8,900 square feet
HVAC Duct Tape(silver)/Mastic Category 1 — Non-Friable 300 square feet
Roof Cement Category I — Non-Friable 800 square feet

HVAC Duct Mastic (black) Category I — Non-Friable 1,100 square feet
Roof Felt Paper Category I — Non-Friable 400 square feet
HVAC Duct Adhesive (yellow) Category I — Non-Friable 100 square feet

RACM - Regulated Asbestos Containing Material

Asbestos fibers were identified in the Tan Vinyl Sheet Flooring — Bottom Layer.
Approximately 1500 square feet of this material is present and in damaged condition. This
material is considered RACM - Friable Asbestos and is located throughout the first floor (see
diagram).

Asbestos fibers were identified in the 12” Vinyl Floor Tile (brown). Approximately 350
square feet of this material is present and in damaged condition. This material is considered
Category I — Non Friable Asbestos and is located on the stairway and in the second floor
office space (see diagram).

Asbestos fibers were identified in the Brown Stair Tread & Stair Tread Adhesive.
Approximately 220 square feet of each material is present and in damaged condition. These
materials are considered Category I — Non Friable Asbestos and are located on the stairs (see
diagram).

Asbestos fibers were identified in the TSI — Hot Water Tank/Cloth and located on the hot
water tank. Approximately 300 square feet of each material is present and in significantly
damaged condition. This material is considered RACM - Friable Asbestos and is located in
the basement (see diagram).
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Asbestos fibers were identified in the TSI Pipe Insulation/Elbows. Approximately 4.000
linear feet of these materials are present and in significantly damaged condition. This
material is considered RACM - Friable Asbestos and is located throughout the basement and
crawl space and in Pipe Chases I. II. and II (see diagram).

Asbestos fibers were identified in the Tan Vinyl Sheet Flooring and the associated Floor Tile
Adhesive (brown). Approximately 500 square feet of each material is present and in damaged
condition. This material is considered Category I — Non-Friable Asbestos and is located
throughout the second floor (see diagram).

Asbestos fibers were identified in the Built-Up Roofing. Approximately 8,900 square feet of
this material is present and in damaged condition. This material is considered Category I —
Non-Friable Asbestos and is located on the roof of the first and second floor.

Asbestos fibers were identified in the Silver HVAC Duct Tape/Adhesive. Approximately
300 square feet of each material is present and in damaged condition. These materials are
considered Category I — Non-Friable Asbestos and are located on the Roof Top HVAC Duct
system .

Asbestos fibers were identified in the Roof Cement. Approximately 800 square feet of roof
cement material is present and in damaged condition. This material is considered Category I
— Non-Friable Asbestos and is located on the roof of the first and second floor.

Asbestos fibers were identified in the HVAC Duct Mastic (black). Approximately 1,100
square feet of this material is present and in damaged condition. This material is considered
Category I — Non-Friable Asbestos and is located throughout the crawl space.

Asbestos fibers were identified in the Felt Paper associated with the asphalt shingles.
Approximately 400 square feet of this material is present and in damaged condition. This
material is considered Category I — Non-Friable Asbestos and is located on the First Floor
Roof (see diagram).

Asbestos fibers were identified in the HVAC Duct Mastic (yellow). Approximately 100
square feet of this material is present and in damaged condition. This material is considered
Category I — Non-Friable Asbestos and is located in Pipe Chaise I (see diagram).
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Colleton County Detention Center — 22 Klein Street — Walterboro, SC

(1) Thermal Systems Insulation — Good Condition
(2) Thermal Systems Insulation — Damaged
(3) Thermal Systems Insulation —
Significantly Damaged
(4) Surfacing — Good Condition

(5) Surfacing — Damaged
(6) Surfacing — Significantly Damaged
(7) Miscellaneous — Good Condition
(8) Miscellaneous — Damaged

(9) Miscellaneous — Significantly Damaged

AMOS - Amosite
CHRY - Chrysotile
CROC - Crocidolite

ANTH - Anthophylite

TREM - Tremolite

DESCRIPTION OF EACH SAMPLE AREA LABORATORY RO
HOIX:E:IEOUS Description Location/Room# F&ii‘;;e Aehestos Present fs(s)::sirt;(e)::t AsI-sI:szs?:;gnt
Sample ID Percent Asbestos | Category Category
01-01 12” Vinyl Floor Tile (gray) Entrance N 0.0% ND 8 N/A
01-02 12” Vinyl Floor Tile (gray) Entrance N 0.0% ND 8 N/A
01-94TEM | 12” Vinyl Floor Tile (gray) Entrance N 0.0% ND 8 N/A
02-03 Floor Tile Adhesive (brown) Entrance N 0.0% ND 8 N/A
02-04 Floor Tile Adhesive (brown) Entrance N 0.0% ND 8 N/A
02-95TEM | Floor Tile Adhesive (brown) Entrance N 0.0% ND 8 N/A
03-05 | Vil SB'(‘)‘t’f(f rﬂ 'E‘;ry':rg (tan) Entrance Y | 250% |cCHRY| 8 5
03-06 Vinyl Sggifirﬂlﬁ(;l;:f (tan) Entrance Y NT PACM 8 5
04-07 Vinyl Adhesive (brown) Entrance Y 0.0% ND 8 N/A
04-08 Vinyl Adhesive (brown) Entrance Y 0.0% ND 8 N/A
04-96TEM | Vinyl Adhesive (brown) Entrance Y 0.0% ND 8 N/A
05-09 12” Vinyl Floor Tile (blue) 1* Floor Office N 0.0% ND 8 N/A
05-10 12” Vinyl Floor Tile (blue) 1* Floor Office N 0.0% ND 8 N/A
05-97TEM | 12” Vinyl Floor Tile (blue) 1* Floor Office N 0.0% ND 8 N/A
06-12 Floor Tile Adhesive (brown) | 1 Floor Office N 0.0% ND 8 N/A
06-13 Floor Tile Adhesive (brown) | 1 Floor Office N 0.0% ND 8 N/A
06-98TEM | Floor Tile Adhesive (brown) | 1% Floor Office N 0.0% ND 8 N/A
07-14 Vinyl Baseboard (black) 1* Floor Office N 0.0% ND 8 N/A
07-15 Vinyl Baseboard (black) 1* Floor Office N 0.0% ND 8 N/A
07-99TEM Vinyl Baseboard (black) 1* Floor Office N 0.0% ND 8 N/A
08-16 Baseboard Adhesive (brown) | 1% Floor Office N 0.0% ND 8 N/A
08-17 Baseboard Adhesive (brown) | 1% Floor Office N 0.0% ND 8 N/A
08-100TEM| Baseboard Adhesive (brown) | 1% Floor Office N 0.0% ND 8 N/A
09-18 Plaster Entrance Y 0.0% ND 6 N/A
09-19 Plaster Entrance Y 0.0% ND 6 N/A
Assessment Categories Asbestos Present

ACTI - Actinolite

ND - None Detected

NT — Not Tested

PACM - Presumed ACM
Asbestos Detected
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Colleton County Detention Center — 22 Klein Street — Walterboro, SC

DESCRIPTION OF EACH SAMPLE AREA LABORATORY LS
Homogeneous Friable Asbestos Present Condition Hazard
Area & Description Location/Room# (Y/N) Assessment | Assessment
Sample ID Percent | Asbestos Category Category
09-20 Plaster Basement Y 0.0% ND 6 N/A
09-21 Plaster Basement Y 0.0% ND 6 N/A
09-22 Plaster Stairway Y 0.0% ND 6 N/A
09-23 Plaster 1* Floor Hallway | Y 0.0% ND 6 N/A
09-24 Plaster 2" Floor Hallway | Y 0.0% ND 6 N/A
10-25 Vinyl Sheet Flooring 1* Floor Office N 0.0% ND 9 N/A
10-26 Vinyl Sheet Flooring 1* Floor Office N 0.0% ND 9 N/A
10-101TEM Vinyl Sheet Flooring 1* Floor Office N 0.0% ND 9 N/A
11-27 Vinyl Adhesive (brown) 1* Floor Office N 0.0% ND 9 N/A
11-28 Vinyl Adhesive (brown) 1* Floor Office N 0.0% ND 9 N/A
11-102TEM|  Vinyl Adhesive (brown) 1* Floor Office N 0.0% ND 9 N/A
12-29 Leveling Compound 1* Floor Office Y 0.0% ND 8 N/A
12-30 Leveling Compound 1* Floor Office Y 0.0% ND 8 N/A
12-103 Leveling Compound 1* Floor Office Y 0.0% ND 8 N/A
13-31 1’ x I’ Ceiling Tile 1* Floor Office Y 0.0% ND 9 N/A
13-32 1’ x I’ Ceiling Tile 1* Floor Office Y 0.0% ND 9 N/A
13-104 1’ x 1’ Ceiling Tile 1* Floor Office Y 0.0% ND 9 N/A
14-33  |Ceiling Tile Adhesive (brown)| 1* Floor Office N 0.0% ND 9 N/A
14-34  |Ceiling Tile Adhesive (brown)| 1* Floor Office N 0.0% ND 9 N/A
14-105TEM)|Ceiling Tile Adhesive (brown)| 1* Floor Office N 0.0% ND 9 N/A
15-35 2’ x 3’ Ceiling Tile 1* Floor Office Y 0.0% ND 9 N/A
15-36 2’ x 3’ Ceiling Tile 1* Floor Office Y 0.0% ND 9 N/A
15-106 2’ x 3’ Ceiling Tile 1* Floor Office Y 0.0% ND 9 N/A
16-37 Vinyl Baseboard (black) 1* Floor Office N 0.0% ND 8 N/A
16-38 Vinyl Baseboard (black) 1* Floor Office N 0.0% ND 8 N/A
16-107TEM|  Vinyl Baseboard (black) 1* Floor Office N 0.0% ND 8 N/A

Assessment Categories

(1) Thermal Systems Insulation — Good Condition
(2) Thermal Systems Insulation — Damaged
(3) Thermal Systems Insulation —
Significantly Damaged
(4) Surfacing — Good Condition

(5) Surfacing — Damaged

(6) Surfacing — Significantly Damaged
(7) Miscellaneous — Good Condition
(8) Miscellaneous — Damaged

(9) Miscellaneous — Significantly Damaged

Asbestos Present

AMOS - Amosite
CHRY - Chrysotile
CROC - Crocidolite
ANTH - Anthophylite
TREM - Tremolite

ACTI - Actinolite

ND - None Detected

NT — Not Tested

PACM - Presumed ACM
Asbestos Detected
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Colleton County Detention Center — 22 Klein Street — Walterboro, SC

DESCRIPTION OF EACH SAMPLE AREA LABORATORY RO
Homogeneous Friabl Asbestos Present Condition Hazard
Area & Description Location/Room# (;a;N)e Assessment | Assessment
Sample ID Percent Asbestos | Category Category
17-39 Baseboard Adhesive (brown) | 1% Floor Office N 0.0% ND 8 N/A
17-40 Baseboard Adhesive (brown) | 1% Floor Office N 0.0% ND 8 N/A
17-108TEM| Baseboard Adhesive (brown) | 1% Floor Office N 0.0% ND 8 N/A
18-41 |12” Vinyl Floor Tile (brown) Stairway N 1.4% CHRY 8 4
18-42  |12” Vinyl Floor Tile (brown) 2™ Floor Office N NT PACM 8 4
19-43 Floor Tile Adhesive (yellow) Stairway N 0.0% ND 8 N/A
19-44 Floor Tile Adhesive (yellow) 2™ Floor Office N 0.0% ND 8 N/A
19-109TEM| Floor Tile Adhesive (yellow) Stairway N 0.0% ND 8 N/A
20-45 Stair Tread (brown) Stairway N 1.3% CHRY 8 4
20-46 Stair Tread (brown) Stairway N NT PACM 8 4
21-47 | Stair Tread Adhesive (yellow) Stairway N 0.0% ND 8 N/A
21-48 | Stair Tread Adhesive (yellow) Stairway N 0.0% ND 8 N/A
21-110 (Stair Tread Adhesive(yellow) Stairway N 3.4% TREM 8 4
22-49 Carpet Adhesive (yellow) 1* Floor Office N 0.0% ND 9 N/A
22-50 Carpet Adhesive (yellow) 2" Floor Office N 0.0% ND 9 N/A
22-111TEM| Carpet Adhesive (yellow) 1* Floor Office N 0.0% ND 9 N/A
23-51 Wall Paper 1* Floor Office N 0.0% ND 8 N/A
23-52 Wall Paper 1* Floor Office N 0.0% ND 8 N/A
23-112 Wall Paper 1" Floor Office N 0.0% ND 8 N/A
24-53 | Wall Paper Adhesive (yellow)| 1% Floor Office N 0.0% ND 8 N/A
24-54 | Wall Paper Adhesive (yellow)| 1% Floor Office N 0.0% ND 8 N/A
24-113TEM|Wall Paper Adhesive (yellow)| 1% Floor Office N 0.0% ND 8 N/A
25-55 TSI - Hot Water Tank Basement Y 45.0% CHRY 3 7
25-56 TSI - Hot Water Tank Basement Y NT PACM 3 7
25-57 TSI - Hot Water Tank Basement Y NT PACM 3 7
26-58 TSI Cloth Basement Y 90.0% CHRY 3 7

(1) Thermal Systems Insulation — Good Condition

Assessment Categories

(5) Surfacing — Damaged

Asbestos Present

(2) Thermal Systems Insulation — Damaged

(3) Thermal Systems Insulation —
Significantly Damaged

(4) Surfacing — Good Condition

(6) Surfacing — Significantly Damaged
(7) Miscellaneous — Good Condition
(8) Miscellaneous — Damaged

(9) Miscellaneous — Significantly Damaged

AMOS - Amosite
CHRY - Chrysotile
CROC - Crocidolite

ANTH - Anthophylite

TREM - Tremolite

ACTI - Actinolite

ND - None Detected

NT — Not Tested

PACM - Presumed ACM
Asbestos Detected
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Colleton County Detention Center — 22 Klein Street — Walterboro, SC

DESCRIPTION OF EACH SAMPLE AREA LABORATORY RO
HOIX:g:l:;OUS Description Location/Room# F&ia;ll\)];e Aehestos Present ACs(s)::siIt;(e):t AsI-sI:szs?;gnt
Sample ID Percent Asbestos | Category Category

26-59 TSI Cloth Basement Y NT PACM 3 7
26-60 TSI Cloth Basement Y NT PACM 3 7
27-61 TSI Pipe Insulation Cloth Basement Y 0.0% ND 3 N/A
27-62 TSI Pipe Insulation Cloth Basement Y 0.0% ND 3 N/A
27-63 TSI Pipe Insulation Cloth Basement Y 0.0% ND 3 N/A
28-64 TSI Pipe Insulation Basement Y 10.0% CHRY 3 7
28-65 TSI Pipe Insulation Basement Y NT PACM 3 7
28-66 TSI Pipe Insulation Basement Y NT PACM 3 7
29-67 TSI Pipe Elbow Basement Y 60.0% CHRY 3 7
29-68 TSI Pipe Elbow Basement Y NT PACM 3 7
29-69 TSI Pipe Elbow Basement Y NT PACM 3 7
30-70 Vinyl Sheet Flooring (brown) Basement Y 0.0% ND 8 N/A
30-71 Vinyl Sheet Flooring (brown) Basement Y 0.0% ND 8 N/A
30-71 Vinyl Sheet Flooring (brown) Basement Y 0.0% ND 8 N/A
31-72 Vinyl Sheet Flooring (tan) Second Floor Y 25.0% CHRY 8 5
31-73 Vinyl Sheet Flooring (tan) Second Floor Y NT PACM 8 5
32-74 Vinyl Adhesive (brown) Second Floor Y NT PACM 8 5
32-75 Vinyl Adhesive (brown) Second Floor Y NT PACM 8 5
33-76 Built Up Roofing Second Floor Roof| N 7.5% CHRY 8 4
33-77 Built Up Roofing Second Floor Roof| N NT PACM 8 4
34-78 HVAC Duct Tape (silver) [Second Floor Roof] N 30.0% CHRY 8 4
34-79 HVAC Duct Tape (silver) [Second Floor Roof] N NT PACM 8 4
35-80 HVAC Duct Tape Adhesive [Second Floor Roof| N NT PACM 8 4
35-81 HVAC Duct Tape Adhesive [Second Floor Roof] N NT PACM 8 4
36-82 Roof Cement Second Floor Roof| N 2.3% CHRY 8 4
36-83 Roof Cement Second Floor Roof| N NT PACM 8 4

Assessment Categories

(1) Thermal Systems Insulation — Good Condition
(2) Thermal Systems Insulation — Damaged
(3) Thermal Systems Insulation —

Significantly Damaged

(4) Surfacing — Good Condition

(5) Surfacing — Damaged

(6) Surfacing — Significantly Damaged
(7) Miscellaneous — Good Condition
(8) Miscellaneous — Damaged

(9) Miscellaneous — Significantly Damaged

Asbestos Present

AMOS - Amosite
CHRY - Chrysotile
CROC - Crocidolite
ANTH - Anthophylite
TREM - Tremolite

ACTI - Actinolite
ND - None Detected
NT — Not Tested
PACM - Presumed ACM
Asbestos Detected
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ASBESTOS SAMPLE DATA TABLE
Colleton County Detention Center — 22 Klein Street — Walterboro, SC

DESCRIPTION OF EACH SAMPLE AREA LABORATORY RO
Horx(r)gzlzous Description Location/Room# F&ia;ll\};e Aehestos Present zg:;irﬁg::t AsI-sI:szs?:;(elnt
Sample ID Percent Asbestos | Category Category
37-84 HVAC Duct Mastic (black) Crawl Space N 2.5% CHRY 8 5
37-85 HVAC Duct Mastic (black) Crawl Space N NT PACM 8 5
38-86 Window Caulk Exterior Window | N 0.0% ND 8 N/A
38-87 Window Caulk Exterior Window | N 0.0% ND 8 N/A
38-116TEM Window Caulk Exterior Window | N 0.0% ND 8 N/A
39-88 Roof Shingle First Floor Roof | N 0.0% ND 8 N/A
39-89 Roof Shingle First Floor Roof | N 0.0% ND 8 N/A
39-117TEM Roof Shingle First Floor Roof | N 0.0% ND 8 N/A
40-90 Roof Felt Paper First Floor Roof | N 0.0% ND 8 N/A
40-91 Roof Felt Paper First Floor Roof | N 0.0% ND 8 N/A
40-118 Roof Felt Paper First Floor Roof | N 25.0% CHRY 8 4
41-92 HVAC Duct Mastic (yellow) 2" Floor Chase N 3.0% CHRY 8 5
41-93 HVAC Duct Mastic (yellow) 2" Floor Chase N NT PACM 8 5
Assessment Categories Asbestos Present

AMOS - Amosite ACTI - Actinolite
CHRY - Chrysotile ND — None Detected
CROC - Crocidolite NT - Not Tested

ANTH - Anthophylite PACM - Presumed ACM

TREM - Tremolite Asbestos Detected

(1) Thermal Systems Insulation — Good Condition
(2) Thermal Systems Insulation — Damaged
(3) Thermal Systems Insulation —
Significantly Damaged
(4) Surfacing — Good Condition

(5) Surfacing — Damaged

(6) Surfacing — Significantly Damaged

(7) Miscellaneous — Good Condition

(8) Miscellaneous — Damaged

(9) Miscellaneous — Significantly Damaged
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CONCLUSIONS/RECOMMENDATIONS

Asbestos Inspection

The asbestos survey conducted on February 15, 2008 & February 9, 2012 of the Colleton
County Detention Center located at 22 Klein Street in Walterboro, South Carolina did reveal
the presence of ACBM’s. Renovation or demolition activities that will disturb the ACBM’s
will require removal per state and federal regulations. Asbestos materials can become
hazardous when, due to damage, disturbance, or deterioration over time, they release asbestos
fibers into the air of the building. All areas that contain asbestos should be utilized in a
controlled manner to reduce the potential for disturbance. OSHA requires notification to all
trades/contractors about the condition of the ACBM’s to prevent possible occupational
exposures.

Demolition activities in public and commercial buildings are regulated by OSHA, EPA, and
SCDHEC. Code 40 of Federal Regulations Part 61, Subpart M, Final Rule, “National
Emissions Standards for Hazardous Air Pollutants” (NESHAP), and South Carolina
Department of Health and Environmental Control (SCDHEC) Regulation 61-86.1 require the
proper removal and disposal of ACBM that is affected by renovation or demolition.
Demolition of the subject structures will require written notification, proper transportation,
and disposal per state and federal regulations.



Comprehensive Asbestos Survey —_—TE s

IN9304 - CCDC 22 Klein Street Trident Environmental Services, Inc.
Walterboro, SC o B L g S
Survey Date: 02/15/2008 Updated 02/09/2012 S i syasen

Page 16 of 85

PHOTOGRAPHS
Colleton County Detention Center — 22 Klein Street — Walterboro, SC

5.~ o
HOMOGENEOUS AREAS # 01, 02 HOMOGENEOUS AREAS # 03, 04

12” VINYL FLOOR TILE/ADHESIVE VINYL SHEET FLOORING (TAN)/ADHESIVE
TOP LAYER BOTTOM LAYER

HOMOGENEOUS AREAS # 05, 06 HOMOGENEOUS AREAS # 07, 08
12” VINYL FLOOR TILE (BLUE)/ADHESIVE VINYL BASEBOARD (BROWN)/ADHESIVE

HOMOGENEOUS AREA # 09
PLASTER VINYL SHEET FLOORING(WOOD)/ADHESIVE
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Survey Date: 02/15/2008 Updated 02/09/2012 (843) 876:3648
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PHOTOGRAPHS
Colleton County Detention Center — 22 Klein Street — Walterboro, SC

PHOTO

NOT

ABAILABLE

HOMOGENEOUS AREA # 12 HOMOGENEOUS AREAS # 13, 14
LEVELING COMPOUND 1’ X 1° CEILING TILE/ADHESIVE

HOMOGENEOUS AREA # 15 HOMOGENEOUS AREAS #16, 17
2’ X 3’ CEILING TILE VINYL BASEBOARD (BLACK)/ADHESIVE

]

HOMOGENEOUS AREAS # 18, 19 HOMOGENEOUS AREAS # 20, 21
12” VINYL FLOOR TILE (BROWN)/ADHESIVE STAIR TREAD (BROWN)/ADHESIVE
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PHOTOGRAPHS

Colleton County Detention Center — 22 Klein Street — Walterboro, SC

HOMOGENEOUS AREA # 22
CARPET ADHEIVE (YELLOW)

HOMOGENEOUS AREA # 25
TSI - HOT WATER TANK

=

HOMOGENEOUS AREA # 27
TSI PIPE CLOTH

HOMOGENEOUS AREAS # 23, 24
WALL PAPER/ADHESIVE

HOMOGENEOUS AREA # 26
TSI - HOT WATER TANK CLOTH

HOMOGENEOUS AREA # 28
TSI PIPE INSULATION
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500 Oakbrook Lane, Suite E
Summenville, SC 29485
(843) 873-3648
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PHOTOGRAPHS

Colleton County Detention Center — 22 Klein Street — Walterboro, SC

HOMOGENEOUS AREA # 29
TSI PIPE ELBOW

HOMOGENEOUS AREAS # 31, 32
VINL SHEET FLOORING (TAN)/ADHESIVE

e

HOMOGENEOUS AREAS # 34, 35
HVAC DUCT TAPE/ADHESIVE

HOMOGENEOUS AREA # 30
VINYL SHEET FLOORING (BROWN)

HOMOGENEOUS AREA #33
BUILT UP ROOFING

HOMOGENEOUS AREA # 36
ROOF CEMENT
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PHOTOGRAPHS
Colleton County Detention Center — 22 Klein Street — Walterboro, SC

HOMOGENEOUS AREA # 38

HOMOGENEOUS AREA # 37
HVAC DUCT ADHESIVE (BLACK) WINDOW CAULK

ek

ok
ol

HOMOGENEOUS AREA #39

HOMOGENEOUS AREA #40
ROOF SHINGLE ROOF FELT

PHOTO
NOT

ABAILABLE

HOMOGENEOUS AREA #40
HVAC DUCT ADHESIVE (YELLOW)
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FIRST FLOOR

TEE
\“\\\%b\\\\

U,

Q\S\::: FRIGBLE &CM TAM VINYL SHEET FLOORING

HOM FRIABLE ACM BEROWHN 12" FLOOR TILE
[FLOOR TILE LOGCATED ON STAIR LANDMNGS)

WOM FRIABLE ACM BROWN 5TAIR TREAD/MASTIC

CCDC - LOCATION OF ACM - FIRST FLOOR
WALTERBORD, SC

Mot to Scale
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SECOND FLOOR
PIFE CHASE
- -
\\ FRIABLE ACM TAN VINYL SHEET FLOORING
HR
n NON FRIABLE ACM BROWN 12" FLOOR TILE
{FLOOR TILE LC-CATED ON STAIR LANDINGS)
HWON FRIABLE ACM BROWM STAIR
PIFE CHASE | TREADVMASTIC

NOTE

= FRIABLE ACM TSI FIPE INSULATION/ELBOWS
LOCATED IN CHASES 1 11, 10

w MNON FRIABLE ACKN YELLOW HVYAC DUCT
MASTIC LOCATED IN CHAISES |

CCDC - LOCATION OF ACM - SECOND FLOOR
WALTERBOROQ, 5C

Mot o Scale
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Comprehensive Asbestos Survey
Survey Date: 02/15/2008 Updated 02/09/2012

IN9304 — CCDC 22 Klein Street

Walterboro, SC
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THE TSI PIPE INSULATION LOCATED IN THE BASEMENT/CRAWL SPACE HAS
DELAMINATED AND CONTAMINATED OTHER MATERIALS IN THESE AREAS

CCDC - LOCATION OF ACM - BASEMENT/CRAWL SPACE

WALTERBORDO, SC
Mot o Scale
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COMPREHENSIVE
ASBESTOS SURVEY

Prepared by:

Robin A. Brows
Robin A. Brown
S.C. Inspector License No. BI-00613

. N T e N [ (T e mryaprpeer el -
(Department of Heallh and ‘Erprronmental (ontrol
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COMPREHENSIVE
ASBESTOS SURVEY

Prepared by:

Kevin E Leedy
Kevin E. Leedy
S.C. Inspector License No. ASB 20589

South Carolina 3
I

nt of Health and Environmental Control

LsDestos A arement LIcehs
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COMPREHENSIVE
ASBESTOS SURVEY

Inspection Date: 02/11/2012 & 02/21/2012
Preparation Date: 02/28/2012

Inspected By:

/c/%? &ﬁ / %W AnFAN

Robin A. Brown
S.C. Inspector License BI — 00613

— — — T

SCDHETTSSUED

o

Asbestos ID Card

e AIRSAMPLER AS-8R178 PRr1es17
CONSLLTBI BI-@2613 BB2a-17
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Comprehensive Asbestos Survey
Survey Date: 02/15/2008 Updated 02/09/2012

IN9304 — CCDC 22 Klein Street

Walterboro, SC
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SCOPE OF ACCREDITATION TO ISOTEC 17025:199%

International Asbestos Testing Labaratory
16000 Hortzon Way, Unit 100
Mt Laurel, M1 08054
Mr, Frank E. Ehrenfeld, 111
Phone: 856-231-%44%  Fax: 856-231-08148
E-Mail: frankehrenfeldimiotl com
URL; http:'aranaiatl.com

BULK ASRESTOS FIBER ANALYSIS (PLM) NVLAP LAB CODE 1011650
NVLAP Conde Designation £ Description

LRAAOT EFA-GDWIAL-82-020; Interim Method for the Determination of Ashestos in Bulk Insulation
Samples

2007-07-01 through 2008-006-301
Effective datos ule of Slandards and Technology
Page | of | NWLAP-01S JREV. 2005-05- 185
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Trident Environmental Services, Inc.

Summerville, SC 29485

Consultants in Industrial Hygiene and Safety
500 Oakbrook Lane, Suite E
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Comprehensive Asbestos Survey
Survey Date: 02/15/2008 Updated 02/09/2012

IN9304 — CCDC 22 Klein Street

Walterboro, SC
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NW&@ + National Voluntary v ey
@ Laboratory Accreditation Program 3, P 7

SCOPE OF ACCREDNTATION TO ISOVIEC 17025:2005

International Ashestos Testing Laboratories
QD00 Commerce Parkway
Sute B
bAt. Laurel, NI D054
Mr. Frank E. Ehrenfeld, ITI
Phone: 856=231-0449  Fax: 856-231-081 8
E-elnil: frankchrenfeld@iatl. com
LURL: hutpe!fwwawdallcom

BULK ASHESTOS FIBER ANALYSIS (PLM) NVLAP LAB CODE 101165-0

NFLAP Code  Designation / Description
[ B/AR] EF A-AH0/WE4-B2-020: Interim Method for the Determination of Adbesios in Bulk nsulation
Samples

200 1-07-01 through 201 2-06-30 m ﬂ' 5 .

Effaciive dadns Forthe Nafinns insstale of Slandends and Techalagy
Page 1 of 1 MWLAP-OLE (REV. 2000-05.18)
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CERTIFICATE OF ANALYSIS

CHewt: Trident Envirommenca! Sarvices Report Diter 3002008
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Internationsd Asbesios A0 Cirarcs Padowary Scile B kL Laesdd, W 38154
IATL Testing Laboraturies ol A543 P43 P DR T LPAER
CERTIFICATE OF ANALYSIS
Cliemi: Tradent Environarenl Seoveckd Eleport Drabes 21902008
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